Idd after annealing and measurement of Idd on single chip (by unbonding one chip at the time)
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ldd Idd before Idd at 7 Idd at 10

Ej:sger Wafer E;J:I: on fndn::;ia;g %lIdd ;ﬁtﬁfgid %lIdd Irradiation Mrad (900 Mrad (800
(490 mA) mA) mA)
are slaves

7234685 8 0 Master 60 9.68 38 6.60

Z34685A 20 1 50 8.06 50 8.68

Z36459A 3 2 40 6.45 40 6.94

Z36459A 4 3 60 9.68 60 10.42

Z36459A 5 4 60 9.68 60 10.42

734685 3 5 50 8.06 50 8.68

7234685 5 6 Master 50 8.06 28 4.86

Z34685A 12 7 30 4.84 30 5.21

738850 15 8 50 8.06 50 8.68

Z36459A 6 9 60 9.68 60 10.42

738850 12 10 40 6.45 40 6.94

238850 18 11 50 8.06 50 8.68

BASE 20 3.23 20 3.47

total 620 100.00 576.00 100.00

XRAY irradiation
Currents before irradiation Currents after 10MRad

[CHNUME WAFER | CHIP X | cHIPY Irrad DATE Analog Dig M Dig SI Diff Analog Dig M Dig SI Diff
234685 3 12 14 20-Nov-2001 68 65 44 21 62 128 109 19
736459 3 3 7 12-Nov-2001 71 64 41 23 63 95 73 22
236459 3 4 15 12-Nov-2001 73 67 42 25 64 116 92 24
236459 4 5 15 12-Nov-2001 74 62 41 21 65 154 133 21
236459 4 5 18 12-Nov-2001 75 63 41 22 64 156 134 22
736459 5 8 6 12-Nov-2001 68 60 41 19 57 156 136 20
236459 5 8 19 12-Nov-2001 239 76 49 27 232 172 144 28
236459 6 1 7 12-Nov-2001 72 65 41 24 69 165 141 24
236459 6 2 11 12-Nov-2001 72 64 41 23 64 193 169 24
738850 12 7 5 12-Nov-2001 72 62 42 20 62 176 157 19
238850 12 8 6 12-Nov-2001 73 62 43 19 62 172 152 20

Ave diff Master Slave  22.18182 Ave diff Master Slave 22.09091



